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QUALITY ASSURANCE REQUIREMENTS 
 
 
Aluminum-alloy-bars, rolled, drawn, or cold finished will be identified per 
ASTM B211 or B221. 
 
Any material received unmarked will be rejected. 
 
 

QUALITY NOTE 16 


